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1. Introduction

2. Basic consideration
2.1 Heat and mass transport
2.2 Latent heat mastering
2.3 Nucleation
2.4 Second phase incorporation
2.5 Grain growth kinetics
2.6 Dislocation dynamics
2.7 Cooling effects

3. Technological tasks

4. Summary


